Effects of design choices on the stiffness of wireframe DNA origami structures by Benson, Erik et al.
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
This is an author produced version of a paper published in  
ACS Nano 
This paper has been peer-reviewed, but does not include the 
final publisher proof-corrections or journal pagination. 
 
 
Citation for the published paper: 
 
Benson E, Mohammed A, Rayneau-Kirkhope D, Gådin A, 
Orponen P, Högberg B. Effects of Design Choices on the 
Stiffness of Wireframe DNA Origami Structures. ACS 
Nano. 2018 Sep 25;12(9):9291-9299. 
 
 
URL: http://doi.org/10.1021/acsnano.8b04148 
 
 
Access to the published version may  
require subscription. 
 
 
Published with permission from:  
ACS Publications, American Chemical Society 
 1
Effects of Design Choices on the Stiffness of 
Wireframe DNA Origami Structures 
Erik Benson1, Abdulmelik Mohammed2, Daniel Rayneau-Kirkhope3,4, Andreas Gådin1, Pekka 
Orponen2*, and Björn Högberg1* 
1. Department of Medical Biochemistry and Biophysics, Karolinska Institutet, SE-17177 
Stockholm, Sweden. 
2. Department of Computer Science, Aalto University, FI-00076 Aalto, Finland. 
3. Aalto Science Institute, School of Science, Aalto University, FI-00076 Aalto, Finland. 
4. Department of Applied Physics, Aalto University, FI-00076 Aalto, Finland.  
KEYWORDS: DNA nanostructures, DNA origami, wireframe DNA origami, beam theory, 
rigidity, persistence length, oxDNA 
ABSTRACT: DNA origami is a powerful method for the creation of 3D nanoscale objects, and 
in the past few years, interest in wireframe origami designs has increased due to their potential 
for biomedical applications. In DNA wireframe designs, the construction material is double 
stranded DNA, which has a persistence length of around 50 nm. In this work, we study the effect 
of various design choices on the stiffness versus final size of nanoscale wireframe rods, given the 
constraints on origami designs set by the DNA origami scaffold size. An initial theoretical 
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analysis predicts two competing mechanisms limiting rod stiffness, whose balancing results in an 
optimal edge length. For small edge lengths, the bending of the rod’s overall frame geometry is 
the dominant factor, while the flexibility of individual DNA edges has a greater contribution at 
larger edge lengths. We evaluate our design choices through simulations and experiments and 
find that the stiffness of the structures increases with the number of sides in the cross section 
polygon, and that there are indications of an optimal member edge length. We also ascertain the 
effect of nicked DNA edges on the stiffness of the wireframe rods and demonstrate that ligation 
of the staple breakpoint nicks reduces the observed flexibility. Our simulations also indicate that 
the persistence length of wireframe DNA structures significantly decreases with increasing 
monovalent salt concentration. 
 
The concept of structural DNA nanotechnology was first conceived in the early 1980’s1 and 
experimentally demonstrated in the following decade.2 Subsequently, various design approaches 
have been employed to create DNA nanostructures of increasing size and complexity. The 
introduction of the DNA origami technique in 20063 significantly accelerated this development 
and functionalized DNA nanostructures, with potential applications in plasmonics,4,5 
electronics,6,7 and cell signaling studies8,9 have since been demonstrated.  
Analogous to other construction materials, there is a fundamental interest in how the properties 
of DNA translate to the mechanics of structures assembled from it. Already in his seminal 1982 
paper,1 Seeman astutely observed the effect that the length-dependent stiffness of double-
stranded DNA would have on the flexibility of DNA assemblies. In the following decades, many 
of the demonstrated structures, most notably those based on the DNA origami technique,3,10,11 
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relied on the parallel packing of DNA double helices. The mechanical properties of such 
structures have been studied through experiments,12,13 theoretical analyses14 and simulations.15–17  
In parallel with packed origami designs, many wireframe designs with moderate edge-counts 
have also been demonstrated.18–24 Wireframe designs are appealing because their lower packing 
density permits their assembly at physiological salt concentrations, making them suitable for 
biomedical applications; they can also allow assembly of larger structures from a given length of 
scaffold strand.25 Latticework design is widely used in macroscopic construction as it potentially 
offers superior strength-to-weight ratio compared to solid beams.26,27 Utilizing the same design 
principles at the nanoscale may allow the assembly of large yet stiff DNA nanostructures. In this 
context, it had previously proved challenging to produce large DNA origami structures of mesh 
wireframes, as a manual routing of scaffold strands along the wireframes becomes infeasible for 
most large meshes. In 2015, we introduced an automated scaffold routing method, implemented 
in the BSCOR package, that enables the rapid generation of DNA origami designs of polyhedral 
mesh wireframes.28 Within the limits set by physical geometric constraints and algorithmic 
complexity, the method enables the synthesis of any wireframe of a polyhedral mesh inflatable to 
a sphere. Other approaches have also been demonstrated for the generation of wireframe DNA 
origami structures.29,30  
In this paper, we investigate the effect of design choices on the stiffness of 3D DNA 
nanostructures assembled as polyhedral meshes. More concretely, we focus on rod designs, as 
they are a fundamental structural element of many larger assemblies and their overall stiffness 
can easily be estimated through their persistence length.31 We start by analyzing the properties of 
wireframe rods using beam theory,32 considering the stiffening due to geometric effects 
(specifically, increasing the second moment of area) while also analyzing the effect of increased 
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uncertainty in end-to-end length of frame members. Moreover, we apply a combination of 
coarse-grained molecular dynamics simulations and wet-lab experiments to evaluate the effect of 
design choices on the stiffness of the assembled rods. For our study, we chose rod designs 
generated from triangulated meshes, where all internal vertices are incident to six edges. The pre-
triangulated meshes can be viewed as a line of axially stacked prismatic modules referred to here 
as frame unit cells (cf. Figures 1 and 2). 
 
Here we look at several design parameters for a wireframe rod that may have crucial effects on 
its stiffness: 1) The number of sides in a rod cross section. 2) Global scaling of all edges and 3) 
Varying the aspect ratios of the constituent unit cells, or rod segments, by scaling the base size.    
 
In the first parameter, the number of sides of the cross-section polygon, this can be varied from 
the simplest triangular cross-section with three sides to cross-section profiles with more sides. 
This however induces a tradeoff in the usage of DNA per unit rod length: since the number of 
edges in the wireframe structure grows linearly with respect to the number of sides of the cross-
section polygon, a rod with a hexagonal cross-section will use approximately twice as much 
material as a rod with a triangular cross-section, given identical edge lengths.  
Second, a global isotropic scaling of the edges can be applied. When rendering a mesh 
wireframe to a DNA nanostructure design, in the BSCOR package we use a scaling parameter 
that determines the number of base pairs used to render the mesh edges in the abstract design. 
Utilizing this parameter, rod designs of various lengths can easily be generated from the same 
mesh. A rod with a desired length can be composed from either many small-frame unit cells or 
fewer large-frame unit cells, and in this case, the designs with the larger modules will have larger 
 5
cross sections. We adopt such a design set of structures with the same overall length to study the 
impact of isotropic scaling on optimizing the stiffness of DNA rods, noting that the designs 
scaled in this way should have little variation in material usage per unit length of wireframe rod.  
And third, as an alternative to isotropic scaling, the transversal edges can also be scaled 
independently of the axial edges, altering only the areas of the cross-sections but not the lengths 
of the final designs. In such transversal or base scaling, the material use will increase with 
increasing cross-section area.  
Results/Discussion 
The effect of the different scaling parameters on the stiffness of the assembled structures is 
non-trivial. When increasing the scaling parameter, the increased cross-sectional area of the 
constructed rod should lead to greater stiffness as the second moment of area of the design is 
increased. On the other hand, the increase in the edge lengths towards or beyond a significant 
fraction of the persistence length of double-stranded DNA will transition the edges from beam-
like mechanics to a soft-wire regime with uncorrelated ends. Consequently, one should observe a 
broad distribution on the end-to-end lengths of the dsDNA rendering of the edges, thereby 
reducing the observed persistence length of the assembled rods.  
Here we use the observed persistence length as a measure of member/wireframe stiffness as it 
is easily calculable from the observed configurations in experiment and simulation; In general 
the persistence length of a structure, p, is related to its bending stiffness, YI, through the 
expression ݌ ൌ 	 ௒ூ௞ಳ் where kB is the Boltzmann constant and T is temperature.
32 For small edge 
lengths l much below the persistence length of dsDNA, the dsDNA edges can be modeled as 
spring-like structural members,12,14 and thus one can calculate the expected increase in bending 
stiffness of a wireframe rod compared to the dsDNA member. For a beam-like wireframe rod 
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with triangular cross section, increasing the cross-sectional area will serve to increase the 
bending stiffness and thus the persistence length according to formula32,33  
௣೑ೝೌ೘೐
௣ವಿಲ ൌ
ூ೑ೝೌ೘೐
ூವಿಲ ൌ
ଶ௟మ
௥೐೑೑మ
  ,  (1) 
where pframe and pDNA are the persistence lengths of the wireframe rod and the dsDNA member 
elements respectively, Iframe and IDNA are the second moment of area of the wireframe rod and 
dsDNA member respectively, l is the length of the transversal members in the wireframe (this 
expression is valid for the geometry generated by either isotropic scaling and base scaling, see 
Figure 1), and reff is an effective structural radius of the dsDNA member elements that takes into 
account the interactions between other elements and the surrounding media.  
A second mechanism is present within the wireframe rod design which, for high member 
lengths, will serve to decrease the persistence length of the rod: As the member elements within 
the wireframe rod achieve a significant fraction of their persistence length, increased variability 
in the end-to-end length of the members will become apparent.34 Consequently, the wireframe 
rod will no longer behave as a beam-like object but will rather be dominated by thermal 
fluctuations of its members. Given the distribution of end-to-end lengths of the dsDNA 
members, one can calculate the expected geometric form of the wireframe rod. As the member 
lengths reach a greater fraction of their persistence lengths, one will observe greater fluctuations 
of their configuration, and thus a decreasing persistence length of the wireframe rod.  
These two effects can be estimated separately as shown in Figure 1. For both isotropic and 
base scaling, these two competing mechanisms lead to an increase in persistence length of the 
wireframe for small member lengths (where bending occurs on the length scale of the wireframe 
made up of multiple unit cells, and the member persistence length is thus dominated), and 
decreasing persistence length for large member lengths (where bending occurs on the length 
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scale of the member elements); this analysis predicts that for some intermediate value, an 
optimal member length will exist. The value of reff in Eq. (1) is chosen so that the value of l/pDNA 
corresponding to the peak value of pframe/pDNA matches the values found in the coarse grain 
molecular dynamics simulations detailed below. It is found that the value estimated for reff in this 
way is 1.3 nm, which is in close agreement with other work.35 
For further in silico analysis of the wireframe DNA origami structures, we used oxDNA, a 
software package for coarse-grained molecular dynamics simulation of DNA.36,37 It was initially 
used to study the dynamics of small DNA systems but has evolved to a capacity to simulate large 
DNA nanostructures with thousands of nucleotides. This development was accelerated when the 
package started supporting GPU-based simulations, considerably decreasing the simulation time 
for large DNA systems.38  
The simulation of DNA structures allows the study of small design modifications without 
extensive experimental work. It also allows us to vary the salt concentration in the simulation, a 
parameter that may have a large effect on the mechanics of DNA nanostructures. The salt 
concentration can also be varied in an experimental setting, but it is challenging to study this 
effect as the microscopy techniques commonly used rely on certain salt and buffer conditions for 
successful sample preparation.  
To study the effect of salt concentration on the mechanics of DNA wireframe nanostructures, 
we simulated, in duplicate runs, a triangular-cross-section rod in several sodium ion 
concentrations between 100 and 735 mM. The persistence lengths were estimated at all 
concentrations and are plotted in Figure 2C. This study revealed a significant decrease in 
persistence length with increasing salt concentration. Increasing salt concentration from 100 to 
500 mM led to an 80% drop in persistence length. This effect was also apparent in a rod with a 
 8
hexagonal cross-section (Supplementary Figure 1). Increasing salt concentration is known to 
reduce the persistence length of DNA. This effect, however, is largest at low salt concentrations ( 
< 20 mM monovalent ions) and should be small in the salt concentration range studied here.39 
We hypothesize that electrostatic repulsion within the structure acts as an inflating force, thus 
increasing the stiffness of the structure. When salt is introduced, it acts to reduce the electrostatic 
repulsion, hence decreasing the inflating force in the structure and consequently the stiffness of 
the structure. In the oxDNA model, ions are not modeled explicitly but instead incorporated as a 
screening of the charges based on the Debye-Hückel model.37 This in effect means that at lower 
salt concentrations the repulsive forces between DNA backbones will be stronger. The strength 
of these interactions have been parametrized to match experimental data on DNA.   
To study the effect of isotropic scaling, we designed seven triangular-cross-section rods whose 
transversal edge-lengths range from 10 to 25 nm. These structures were simulated in triplicate 
runs at 500 mM Na+; the resulting persistence lengths are plotted in Figure 2D. The uncertainty 
in the simulations appears to grow with the larger scaling values, making conclusions about 
optimal member lengths challenging. Additionally, the inflating effect of the electrostatic 
repulsion should be greatest for the small edge lengths, which adds a third effect not modeled in 
our beam theory analysis.  
To study the effect of scaling only the cross-section size, we designed six triangular rods 
whose transversal edges have lengths between 10 and 23 nm, with a fixed axial edge length of 
10nm. These structures were simulated in duplicate runs at both 150 and 500 mM Na+. This 
revealed a clear peak behavior (Figure 2E) at a cross section side length of around 16 nm, 
consistent with the beam theory analysis. This effect was visible in both salt concentrations, with 
the simulations at 150 mM Na+ yielding consistently higher persistence length values.  
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We also designed rods with varying side-count in the cross-section polygons, that is, rods with 
triangular, square, pentagonal and hexagonal cross-sections. These designs were simulated in 
duplicate runs at 500 mM Na+ concentration. We observed a strong increase in persistence length 
with increasing number of sides in the cross-section polygon (Figure 2F).  
The effect of the staple breakpoints on structural stability was simulated by removing, before 
simulation, all the breakpoints of a rod with triangular cross-section. This emulates the removal 
of staple breakpoints through experimental ligation, see below. We performed simulations in 
duplicate runs at 500 mM Na+ and found that the removal of breakpoints greatly increases the 
persistence length of the assembled structures (Supplementary Figure 1). Literature indicates that 
nicks can reduce the persistence length of DNA, although this effect appears to decrease with 
increasing salt concentration.40 
To validate the effects of the design choices experimentally, we designed six rods with varying 
cross-section profiles and sizes. This allowed us to study both the effect of the cross-section 
polygon type as well as the effect of scaling of the mesh when generating the DNA designs. The 
structures were assembled in phosphate buffered saline (PBS) that has a physiological 
concentration of sodium at around 150 mM. After folding, the structures were purified to remove 
excess staple strands and examined using negative stained TEM and atomic force microscopy 
(Figure 3). From the TEM images we traced the contours of the structures, and from this data 
estimated their persistence lengths.  
To investigate the effect of isotropic scaling, we created three square-cross-section rods of 
three different side lengths: 13, 16 and 21 nm. From the TEM data (Figure 3), it appears that the 
smallest scaling is significantly less rigid than the larger scalings and the 21 nm side length rod is 
slightly more rigid than the 16 nm side length rod.  
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We also studied the effect of cross-section profile by comparing structures with similar edge-
lengths but different polygon types: triangular, square and hexagonal cross-sections. We found 
that the persistence length of the assembled structure increases with the number of sides in the 
cross-section polygon (Figure: 3A, 3C, 3E).  
To study the effect of staple breakpoints, we assembled a triangular rod with staple strands 
modified to contain a 5’ phosphate group not normally found in synthetic DNA. This allowed us 
to remove the staple breakpoints by ligation using T4 ligase enzyme. We found that the 
persistence length of the structure nearly doubled after ligation (Figure 3F).  
In addition, we tested if the structures could be reinforced by changing the wireframe members 
from single dsDNA edges to double dsDNA edges. For this purpose, we modified the BSCOR 
pipeline to allow for the introduction of double dsDNA renderings of desired edges. This was 
tested by the creation of a rod with a square cross-section where the axial members were 
constructed from double dsDNA edges and all other members were constructed from single 
dsDNA edges (Figure 3G). Note that these double dsDNA edges were only attached by 
crossover at the vertices, i.e. no internal junctions in the members were introduced. We found 
that this reinforced rod has a persistence length that was about 60 % greater than the 
corresponding rod without reinforcement while using only about 30% more material (Figure 
3G).  
To investigate the stiffness of wireframe DNA origami structures on a larger scale, we 
designed two rods, one with a square and the other with an octagonal cross-section, that are 
capable of polymerizing to long wires. After folding, the rods were imaged in TEM and had 
assembled to wires several micrometers long, with the octagonal cross-section wire showing a 
persistence length of approximately 6 µm (Figure 4). 
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In addition to negative stained TEM where the structures are imaged in a dry state, we also 
performed cryo-electron microscopy on the rod with hexagonal cross-section (Supplementary 
Figure 2). Interestingly, the persistence length measured from this imaging was more than twice 
as large as the measurement in negative stained TEM. This may indicate that the dry state of 
negative stained TEM deforms the wireframe structures, giving them a lower apparent 
persistence length. Previous studies indicate that DNA origami assembly may be imperfect, and 
that a typical structure may lack some staple strands.41,42 This may be a contributing source to the 
quantitative difference between the persistence length values measured in simulation where the 
simulated structures are perfectly assembled, and in experiments where the exact staple 
incorporation yield is unknown. We believe that tolerance to imperfect assembly should be a 
design consideration and an interesting area for further study.  
 
 
Conclusions  
Bringing the benefits of wireframe construction to nanoscale DNA devices is an attractive 
proposition, especially as the sparser designs lead to less stringent constraints on salt 
concentrations, allowing for assembly and stability in physiological buffers. The optimal design 
choices for wireframe DNA nanostructures are not necessarily the same as in macroscopic 
latticework assemblies, particularly due to significant contributions from thermal fluctuations at 
the nanoscale. Here we use a combination of structural mechanics, molecular dynamics 
simulations and experiments to study the effect of various parameters on the stiffness of 
wireframe DNA origami structures.  
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We find that the effect of edge-length is non-trivial: In both the isotropic and base scaling 
regimes, our theoretical analysis predicts that an optimal edge-length exists. Though this optimal 
edge length is not observed in coarse-grain molecular dynamics simulations of the isotropic 
scaling data set, it is clearly visible in the base scaling data for both salt concentrations 
investigated. The sensitivity of the simulation results to the environment (including, for example, 
salt concentration which is not considered in the theory work) make quantitative agreement 
currently challenging. Increasing the side-count in the cross-section polygon of a wireframe rod 
greatly increases persistence length in both simulations and experiments, although this increase 
comes at a cost of more material use per unit length of the wireframe rod. Experiments and 
simulations reveal that the staple break points positioned on each edge appear to reduce the 
stiffness of the assemblies. Staple strand ligation in the assembled structure increases stiffness 
and possibly also reduces exonuclease activity. Simulations also reveal that structural stiffness is 
greatly reduced with increasing concentration of monovalent salts. The findings in this study can 
be used as a guide for the design of wireframe DNA nanostructures with optimal stiffness.   
 
Methods/Experimental  
Structure design 
All structures synthesized in this study were designed using vHelix and the BSCOR package, 
which are tools to generate DNA origami designs from polyhedral meshes. The initial polyhedral 
mesh models were generated in Autodesk Maya and exported in the STL format. These were 
then converted to the ASCII PLY format using the software MeshLab. After conversion, the 
BSCOR package was used to generate scaffold routings through the mesh wireframes and to 
convert the wireframes to coarse-grained DNA geometries using rigid-body-model simulations. 
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The BSCOR package generated the initial DNA designs in the RPOLY format that were then 
imported to Autodesk Maya running the DNA design plugin vHelix. In vHelix, the strains of the 
structures were further relaxed by the introduction of unpaired bases in some vertices using the 
feature ‘auto fill strand gaps’. Next, the scaffold strands were assigned their sequences, thereby 
automatically generating the sequences of the complementary staple strands. The staple strand 
sequences were further exported and processed in Microsoft Excel. Unpaired nucleotides in the 
staple strands, whenever present, were assigned as adenines.  
Assembly of structures  
Staple oligonucleotides were purchased from Integrated DNA Technologies. The scaffold 
strand was prepared from M13 phage variants as described before.28 Folding reactions were 
prepared with a scaffold strand concentration of 5 nM and staple strand concentrations of 50 nM 
each in either 1x PBS (Sigma Aldrich) or 10 mM MgCl2 (Sigma Aldrich), 5 mM tris (VWR) and 
1 mM EDTA (VWR). The folding  reactions were put in a thermocycler on an annealing ramp 
starting with a heat denaturation at 80 °C for 5 min followed by cooling from 80 °C to 60 °C 
over 20 min, then a slow cooling from 60 °C to 24 °C over 14 h. 
After folding, ultrafiltration was used to remove excess staples from the folding reactions. The 
samples were transferred to amicon 100 K filters (Millipore) and diluted to 500 µl in folding 
buffer. The filters were centrifuged at 14 000 x g for 2 minutes and the flow through was 
discarded. The sample in the filter was again diluted to 500 µl in the folding buffer and 
centrifuged at 14 000 x g for 2 minutes. The sample in the filter was diluted to 100 µl and used to 
repeatedly wash the filter walls before inverting the filter in an empty tube and centrifuging it at 
1000 x g for 2 minutes.  
AFM 
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For AFM imaging, samples folded in magnesium buffer were used. The samples were diluted 
10 times in the folding buffer, and from this, 10 µl was applied to freshly cleaved mica. After 30 
seconds of incubation under a petri dish, 4 µl of 5 mM NiSO4 (VWR) was added and the sample 
was incubated for further 4.5 minutes. After this, the mica surface was washed by applying 1 ml 
of folding buffer and then removing it using a pipette. After washing, 1.5 ml of folding buffer 
was added to the sample for imaging.  
Imaging was performed using a JPK instruments nanowizard 3 ultra with an Olympus Biolever 
mini cantilever in AC mode.  
 
 
TEM 
For TEM experiments, samples folded in PBS were used. Uranyl formate stain (EMS diasum) 
was prepared in 400 µl aliquots at 2 % w/v. An 8 µl of 1 M NaOH was added to one aliquot that 
was then centrifuged at 16,500 x g for 5 minutes. Formvar carbon grids (EMS diasum) were 
glow discharged for 20 seconds and then spotted with 3 µl of sample for 20 seconds.  The grid 
was then spotted on a filter paper and then on a 50 µl drop of H20 for 3 seconds. After another 
spotting on the filter paper, the grid was put on a 50 µl drop of the uranyl formate stain for 20 
seconds. The grid was again spotted on the filter paper and allowed to air dry and then imaged in 
a FEI Morgagni 268 at 22 000 x magnification. 
Coarse grained simulations 
The vHelix design files were saved in the Maya ASCII (MA) format and converted to the 
oxDNA format using a converter developed at the Doye group in Oxford.  These design files 
may contain non-physical geometry, potentially leading to extreme artificial backbone forces 
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which cause simulation failure. This was addressed by relaxing the geometries in two precursor 
simulations where the backbone forces were set to a maximal possible value. After this, the 
structures were simulated for 108 time-steps, which corresponds to approximately 1.5 µs 
simulation time. Simulations were performed with an Anderson-like thermostat at 30 °C using 
the oxDNA2 model. Snapshots of simulation trajectories were saved every 20 000 time steps, 
resulting in 5 000 trajectory data points per simulation.  
 Calculation of persistence length from TEM data.  
For each rod, TEM images of at least 100 structures were collected. A custom Python script 
was used to calculate persistence length from the TEM data. For each imaged structure, a spine 
was created through the structure by positioning points spaced 11 nm apart along the trajectory. 
The correlation between tangent vectors separated a distance l along the trajectory of a structure 
is expected to decay according to:  
〈ݐଵሬሬሬԦ ∙ ݐଶሬሬሬԦ〉 ൌ ݁ି
೗
ೞ೛   (2) 
Where p is the persistence length of the structure and s is a surface parameter set to 2 for 2D 
images of nanostructures.43  
In the software, tangent vectors were created between adjacent points along the spine of the 
structure, and then cosines of the angles between vector pairs were calculated for vector pairs of 
increasing separation along the spine. To this data, the above function was fitted to estimate the 
persistence length p.   
Calculation of persistence length from simulation data.  
In the simulated trajectories, the first 500 data-points corresponding to the first 107 simulation 
steps were discarded to remove influence from the initial conformation.  
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In each structure, a nucleotide was selected in the middle of each edge of each cross-section 
plane. The coordinates of these nucleotides were then used to calculate the center point of each 
cross-section plane in a given time-step. These coordinates were extracted from the simulation 
trajectories in all time steps and the center point of each cross-section plane was calculated, 
yielding a 3D spine for each time point. Tangent vectors to the spine were created between 
adjacent center points. The cosines of the angles between these tangent vectors were calculated 
for vectors separated by increasing path length l along the spine. Again, equation (2) was used to 
fit the persistence length to the calculated values but with the surface parameter s set to 1 for 3D 
data.  
Theory prediction 
For a given length s of dsDNA, the realized end-to-end length follows a probability 
distribution p(s).34  Due to this uncertainty in end-to-end length, for a given wireframe unit cell 
of edge length l, the realized geometry will deviate from its designed ideal. To calculate the 
realized geometry of a wireframe unit cell of ideal edge length l, and thereby estimate the 
wireframe rod’s observed persistence length, we randomly take values from p(s), with s=l, 
assigning these end-to-end lengths to the edges of the wireframe unit cell. Given these realized 
edge lengths we calculate the positions of the nodes of the wireframe unit cell; we note that as 
the wireframe is isostatic,44 the node positions are well defined without encountering states of 
self-stress. The orientation of the upper plane relative to the lower plane of the structure is then 
calculated (see Figure 1) which allows us to estimate the observed persistence length of the 
structure.45  
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The persistence length due to beam-like behavior is calculated assuming the dsDNA members 
behave as beams with constant circular cross-section of radius reff made of an isotropic material. 
The second moment of area of this dsDNA can thus be estimated as,  
ܫ஽ே஺ ൌ 	 గ	௥೐೑೑
ర
ସ . 
The second moment of area of a wireframe with triangular cross section, with constant 
member length l, made from circular beams of radius reff, can be calculated as  
ܫ௙௥௔௠௘ ൌ 	 గ	௥೐೑೑
మ 	௟మ
ଶ . 
Assuming an isotropic construction material, the increase in persistence length of the 
wireframe with respect to the dsDNA members can thus be calculated using the expressions 
given in the main text, resulting in Eq. 1.  
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Figure 1: The effects of isotropic and base scaling as predicted by theory. (A) In an idealized 
wireframe unit cell the bottom and top planes are parallel (left and center). In a realistic DNA 
representation, thermal fluctuations will lead to non-parallel planes (right). (B) As the scaling of 
the structure increases, thermal fluctuations of the edge lengths will increase. We study this 
phenomenon for isotropic scaling, where all edges increase in length uniformly, and for base 
scaling, where the length of the axial edges remains constant as the transversal edges scale up. 
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(C) For small member length (l), the beam-like behavior dominates, and thus increasing the 
member length serves to increase the persistence length of the wireframe rods. For large member 
length, thermal fluctuations of members dominate wireframe behavior and further increases in 
member length decrease the persistence length. For both scalings, an optimal member length is 
observed. In both cases, the effective structural radius of the dsDNA members is taken to be 1.3 
nm. The results shown are independent of the persistence length of the dsDNA members 
(including variations due to temperature35 or environment39) or alternative construction materials 
(where pDNA would take the value of the persistence length of the construction members used). 
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Figure 2. Persistence lengths of various designs (D)-(F), as well as one design under different 
salt conditions (C), calculated from oxDNA simulations. (A) Rendering of a rod with a triangular 
cross-section before and (B) after an oxDNA simulation. (C) A triangular rod with edge lengths 
of 15 nm simulated in various sodium ion concentrations. (D)  Simulations of isotropically-
scaled triangular rods at 500 mM Na+ concentration. (E) Simulation of triangular rods with axial 
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edge lengths fixed to 10 nm but with the transversal/base edge lengths varied. Simulations were 
performed at both 150 mM and 500 mM Na+. (F) Simulations of rods made from ten units, each 
with edge lengths of around 15 nm but with varying type of cross-section polygons. An x marker 
shows average value and the circle markers indicate values of individual replicate simulations.  
 
Figure 3. Wireframe DNA origami rods designed with varying cross section polygons and 
scaling values. Top: front and side rendering of vHelix designs of rods, from left: (A) a rod with 
a triangular cross-section and edge length 15 nm, (B)-(D) three isotropically scaled rods with a 
square cross-section and edge lengths of 13, 16, 21 nm, (E) a rod with a hexagonal cross-section, 
(F) a triangular rod with edge length 15 nm and staple breakpoints removed by ligation, (G) a 
 22
square rod with edge length 15 nm and axial edges rendered by double DNA duplexes. All 
structures are hollow, the visible cross-bars are only on the top and bottom caps, and are grayed 
out to signify this. Second and third row: TEM images of folded structures. Fourth row: AFM 
images of folded structures. Fifth row: Contour trajectories of 100 structures of each type, 
extracted from TEM images. Bottom row, persistence lengths calculated from TEM data. All 
scale bars are 50 nm. 
 
 
Figure 4. Wireframe DNA origami tubes with octagonal (A) and square (B) cross-sections, and 
edge lengths of 16 nm, were designed with linkers to polymerize into multimer wires. Left: front 
and side renders of the monomer units. Second column: TEM images of folded and assembled 
multimer wires. Third column: trajectories of multimer wires extracted from TEM images. 
Fourth column: persistence length values calculated from TEM data for the square and octagonal 
cross-section wires.  All scale bars 50 nm.  
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